
Standard vs substandard copper-bonded earth rod (1)
Copper coating, thread, driving in rocky soil and bend test
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Standard and substandard earth rods compared

Substandard Standard

Thin and uneven
copper coating

Thick and uniform

copper coating

1. Earth rod section and copper coating

Steel exposed in the thread Continuous copper coating over the thread

2. Earth rod head thread

Scratched, detached coating Intact, well-bonded coating

3. Driving in rocky soil

4. 90-degree bend test



Cracked, flaking coating
Bends with no cracking or separation
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